
0%

10%

20%

30%

40%

50%

60%

70%

80%

90%

100%

0.10 1.00 10.00

F
ra

c
ti

o
n

 P
a

s
s

in
g

 (
%

)

Sieve Opening (mm)

Washed Concrete Sand, Particle Size Distribution

Concrete Upper (Fine)

Concrete Lower (Coarse)


